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Why Only Region B?
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Base Metal

•Consistent Data

•Tri-Region

•AFMAT Entry

•Landmark Event

•AFGROW ready

ONE DOWN, 3 TO GO! 
Missing:  X60-70 In Weld,    Grade B-X52 Base Metal,    Grade B-X52 In Weld



•Flaw Stability

•Leak/Rupture

•Future State Studies

Current Uses The Future

•Root Cause Analysis

• ‘Level 2’ Remaining Life

•Mainline & Facilities



Thanks! Questions?

Lyndon.Lamborn@Enbridge.com
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